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TC 61(Plastics) DIS ‘17422' Pléstics—EnVironmental aspects-Guidelines for 2001, 7.2
their inclusion in standards
DAM 1/ISO 13586 Plastics-Determination of fracture tough- | 2001. 4. 9
ness-linear elastic fracture mechanics Amd 1: Guidelines for
the testing of injection moulded plastics containing discon-
tinuous reinforcing fibres
FDIS 10350-2 Plastics- Acquisition and presentation of com- | 2001. 5. 1
parable single-point data Part 2: Long-fiber-reinforced plas-
tics
DIS 16012 Plastics-Determination of the linear dimensions | 2001. 6. 18
of test specimens
DIS 75-1 Plastics-Determination of temperature of deflec- | 2001. 8. 8
tion under load Part 1. General test method
DIS 75-2 Plastics-Determination of temperature of deflec- | 2001. 8. 8
tion under load Part 2: Plastics and ebonite
DIS 75-3 Plastics-Determination of temperature of deflec- | 2001. 8. 8
tion under load Part 3: High-strength thermosetting lami-
nates and long-fiber-reinforced plastics
DIS 17281 Plastics-Determination of fracture toughness(GIC | 2001. 8. 22
and KIC) at moderately high loading rates(1 m/s)
DIS 17282 Plastics-Guide to the acquisition and presentation | 2001. 8. 22
of design data
DIS 868 Plastics and ebonite-Determination of indentation | 2001. 8. 29
hardness by means of a durometer(Shore hardness)
DIS 899-1 Plastics-Determination of creep behaviour Part 1: | 2001. 8. 29
Tensile creep
DIS 899-2 Plastics-Determination of creep behaviour Part 2: | 2001. 8. 29
Flexural creep by three-point loading
TC 61(Plastics)/ IS.O 1.4855:1999/. ]?AM 1 Dejce.rminatif)n of the ul"cimate ae.ro-

bic biodegradability and disintegration of plastic materials

SC 5(Physical-Chemical 2001. 8.22
(Physi et under controlled composting conditions-Method by analysis 8

TC 61(Plastics)/
SC 2(Mechanical
Properties)

Properties) of evolved carbon dioxide
DIS 15023-2 Plastics-Poly(vinyl alcohol) (PVAL) materials | 2001. 6. 18
TC 61(Plastics)/ Part 2: Determination of properties
SC 9(Thermoplatics DIS 2879-2 Plastics-Impact-resistant polystyrene(PS-1) | 2001. 8.22
Materials) moulding and extrusion materials Part 2: Preparation of test

specimen and determination of properties
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DIS 6402-1 Plastics-ASA, AEDDS, ACS moulding and ex- | 2001. 8. 22
trusion materials Part 1: Designation system and basis for

specifications
DIS 6042-2 Plastics-ASA, AEDDS, ACS moulding and ex- | 2001. 8.22
trusion materials Part 2: Preparation of test specimens and
determination of properties

DIS 10366-1 Plastics-Methyl methacrylate-acrylonitrile bu- | 2001. 8. 22
tadiene-styrene(MABS) moulding and extrusion materials
Part 1: Designation system and basis for specifications

scT g(,srl}fplasmis)é DIS 10366-2 Plastics-Methyl methacrylate-acrylonitrile-bu- | 2001. 8. 22
Matzrrir;;)[;a * tadiene-styrene(MABS) moulding and extrusion materials
T1als

Part 2: Preparation of test specimens and determination of
properties
DIS 2580-1 Plastics-Acrylonitrile-butadiene-styrene(ABS) | 2001. 8. 22
moulding and extrusion materials Part 1: Designation system
and basis for specifications
DIS 307 Plastics-Polyamides-Determination of viscosity | 2001. 8. 29
number
ISO 294-3:1996/DAM1 Plastics-Injection moulding of test | 2001. 8.29 .
specimens of thermoplastic materials Part 3: Small plates
FDIS 844 Rigid cellular plastics-Determination of compres- | 2001. 4. 8
sion properties
FDIS 1922 Rigid cellular plastics-Determination of shear | 2001. 5.22
TC 61(Plastics)/ strength
SC 10(Cellular Plastics) | DIS 4898 Rigid cellular plastics-Thermal insulation products | 2001. 7. 8
for buildings-Specification
DIS 9774 Thermal insulation for building applications-Guide- | 2001. 8. 22
lines for selecting specification requirements

DIS 15508 Plastics-Film or sheeting of plasticized poly(vinyl | 2001. 4. 2
chloride)}(PVC-P), extruded and/or calendered, unsupport-
ed-Basis for designation and test methods

NWIP ISO 4586-2/Amend 3 High-pressure decorative lami- | 2001. 4. 18
nates-Sheets made from thermosetting resins Part 2: Deter-
mination of properties

DIS 4587 Adhesives-Determination of tensile lap-shear | 2001. 8 1
strength of rigid-to-rigid bonded assemblies
DIS 11339 Adhesives-T-peel test for flexible-to-flexible | 2001. 8. 1
bonded assemblies
DIS 11343 Adhesives-Determination of dynamic resistance | 2001. 8. 1
to cleavage of high-strength adhesive bonda under impact
conditions-wedge impact method

DIS 7823-1 Plastics-Poly(methyl methacrylate) sheets- | 2001. 8. 22
Types, dimensions and characteristics Part 1: Cast sheets

TC 61(Plastics)/
SC 11(Products)
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TC 61(Plastics)/
SC 11(Products)

DIS 7823-2 Plastics-Poly(methyl methacrylate) sheets-
Types, dimensions and characteristics Part 2: Extruded
sheets

DIS 7823-3 Plastics-Poly(methyl methacrylate) sheets-
Types, dimensions and characteristics Part 3: Continuous-
cast sheets

ISO 4586-1:1997/DAM 3 High-pressure decorative lami-
nates-Sheets made from thermosetting resins Part 1: Classi-
fication and specifications

ISO 4586-2:1997/DAM 6 High-pressure decorative lami-
nates-Sheets made from thermosetting resins Part 2: Deter-
mination of properties

ISO 4586-2:1997/DAM 7 High-pressure decorative lami-
nates-Sheets made from thermosetting resins Part 2: Deter-
mination of properties

ISO 4586-2:1997/DAM 8 High-pressure decorative lami-
nates-Sheets made from thermosetting resins Part 2: Deter-
mination of properties

DIS 15989 Plastics-Film and sheeting-Measurement of
water contact angle of corona-treated films

2001.

2001.

2001.

2001.

2001.

2001.

2001.

8. 22

8.22

8.22

8.22

8.22

8.22

8.22

TC 61(Plastics)/
SC 12(Thermosetting
Materials)

FDIS 2535 Plastics-Unsaturated-polyester resins-Measure-
ment of gel time at ambient temperature

DIS 295 Plastics-Compression moulding of test specimens of
thermosetting materials

DIS 14897 Plastics-Polyols for use in the production of poly
urethanes-Determination of the water content of polyether
polyols

2001.

2001.

2001.

5.21

7.22

TC 61(Plastics)/
SC 13(Composites and
Reinforcement Fibres)

DIS 1268-9 Fibre-reinforced plastics-Methods of producing
test plates Part 9: Moulding of GMT/STC

DIS 13003 Fibre-reinforced plastics-Determination of fatigue
properties under cyclic loading conditions

DIS 1268-8 Fibre-reinforced plastics-Methods of producing
test plates Part 8: Compression moulding of SMC and BMC
DIS 3597-1 Textile-glass reinforced plastics-Determination
of mechanical properties on rods made of roving-reinforced
resin Part 1: Determination of flexural strength

DIS 3597-2 Textile-glass reinforced plastics-Determination
of mechanical properties on rods made of roving-reinforced
resin Part 2: Determination of mechanical properties on rods
made of roving-reinforced resin

2001.

2001.

2001.

2001.

2001.

8 8

8.22

8. 22

8.22

TC 61(Plastics)/
SC 13(Composites and
Reinforcement Fibres)

DIS 3597-3 Textile-glass reinforced plastic-Determination of
mechanical properties on rods made of roving-reinforced
resin Part 3: Determination of compressive strength

2001.

8.22

302

Polymer Science and Technology Vol 12, No. 2, April 2001




TC/SC Al = FavizZd
DIS 3597-4 Textile-glass reinforced plastics-Determination
of mechanical properties on rods made of roving-reinforced

TC 61(Plastics)/

i 2001. 8.22
SC. 13(Comp051te.s and resin Part 4: Determination of apparent interlaminar shear 001. 8
Reinforcement Fibres)
strength
TC 138(Plastics pipes,
fittings and valves for the . C .
1 _
transport of fluids)/ FDIS 8779 Polyethylene(PE) pipes for irrigation laterals 2001 5. 1

o
SC 2(Plastics pipes and | SPecifications

fittings for water supplies
TC 138(Plastics pipes,
fittings and valves for the
transport of fluids)/
SC 4(Plastics pipes and
fittings for the supply of
gaseous fuels)
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DIS 12176-4 Plastics pipes and fittings-Equipment for fu-
sion jointing polyethylene systems Part 4: Traceability cod- | 2001. 4. 2

ing
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