s2 e

M7z |
TKorea Polymer Journal, =A}

9H 3%, 20014 6%

Molecular Modetling of Bisphenol-A Polycarbonate and Tetramethyl Bisphenol- A Polycarbonate

Sungil Kim and Juwhan Liu*

Swelling Behavior of Biodegradable Crosslinked Gel based on Poly(aspartic acid) and PEO-diepoxide
Suk Kee Min, Ji-Heung Kim*, and Dong Jun Chung

Synthesis of Polypropylene-Polystyrene Copolymer via Ultrasonic Irradiation Initiated Polymerization of
Styrene Polypropylene Solution
Hyungsu Kim*, Jihye Kim, Miwha Kim, Seyoung Oh, and Jaewook Lee

Effects of Carbon Black Content and Vulcanization Type on Cure Characterization and
Dynamic Mechanical Property of Styrene-Butadiene Rubber Compound
Changwoon Nah*, Wan Doo Kim, and Seag Lee

Mathematical Properties of the Differential Pom-Pom Model Youngdon Kwon*

Fabrication of Polarization Gratings on the Sol-gel Film Bearing Silylated Chalcone and Disperse red 1
Dong Hoon Choi* and Young Ha Kwon

The Preparation of Polyaniline Electrode Modified by Copper Phthalocyanine on
Supporting Carbon Paper Jin-Seok Park and Jeong Soo Kim*

OmOmrrEFeH,x| S ol Om O m

2 ASANE A4 ool ge] Bo) U e VEE 9da) TN AR ADE AhE BEses
=g 71201 JFHITh DA 2598 Pl TEelnl LA WA, P 530 Bokol 2t =8 Wus
FHBL YAY FALANANE £ Fash of FLEAE B A7) Hrh).

i

129

143

150

157

164

171

179

446 Polymer Science and Technology Vol. 12, No. 3, June 2001



