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Molecularly Doped Polymeric Network Nanolayers for Organic Light—Emitting Devices
Jihwan Keum, Chang-Sik Ha*, and Youngkyoo Kim*
Anion Complexation by Calix[4]pyrrole in Solid Polymer Electrolytes
Jongok Won*, Kyung Min L ee, Yong Soo Kang, Suk-Kyu Chang, Chang Kon Kim, and Chan Kyung Kim

Articles

X—ray Diffraction and Infrared Spectro—scopy Studies on Crystal and Lamellar Structure and CHO Hydrogen
Bonding of Biodegradable Poly (hydroxyalkanoate) Harumi Sato*, Rumi Murakami, Jianming Zhang,
Yukihiro Ozaki, Katsuhito Mori, Isao Takahashi, Hikaru Terauchi, and I sao Noda

Segmental Motions and Associated Dynamic Mechanical Thermal Properties of a Series of Copolymers Based on
Poly (hexamethylene terephthalate) and Poly (1,4—cyclohexylenedimethylene terephthalate)
Y oung Gyu Jeong, Sang Cheol Lee, and Won Ho Jo*

Synthesis of Norbornene Block Copolymers Containing Polyhedral Oligomeric Silsesquioxane by Sequential
Ring—Opening Metathesis Polymerization Y ounghwan Kwon* and Kyung-Hoe Kim

Ultra—Drawing of Gel Films of Ultra High Molecular Weight Polyethylene/Low Molecular Weight Polymer Blends
Containing BaTiO3 Nanoparticles Ho Sik Park, Jong Hoon L eg, Jae-Do Nam*, Soo Jung Seo,
Young Kwan L eg, Yong Soo Oh, and Hyun-Chul Jung

Novel Sulfonated Poly (arylene ether ketone) Containing Benzoxazole Membranes for Proton Exchange Membrane Fuel Cell
Jinhuan Li, Chang Hyun Lee, Ho Bum Park, and Young Moo L ee*

Adsorption of Nucleotides on f—Cyclodextrin Derivative Grafted Chitosan
Jian Bo Xiao, Xiao Qing Chen*, Hong Zhu Yu, and Ming Xu

Ionic Cluster Mimic Membranes Using lonized Cyclodextrin
Jongok Won*, Ji Young Yoo, Moon-Sung Kang, and Yong Soo Kang

Effects of Morphology on the Electrical and Mechanical Properties of Polycarbonate/Multi—Walled Carbon
Nanotube Composites
Chong Ku Kum, Yu-Taek Sung, Mi Sun Han, Woo Nyon Kim*, Heon Sang L ee, Sun-Jeong L ee, and Jinsoo Joo

Thermosensitive Chitosan as an Injectable Carrier for Local Drug Delivery
Jin Woo Bae, Dong Hyun Go, Ki Dong Park*, and Seung Jin Lee

Core—Shell Poly (Styrene/ Sulfonated N—hydroxy Ethyl Aniline) Latex Particles Prepared by Chemical Oxidative
Polymerization in Emulsion Polymerization
Jin Sup Shin, Jung Min Lee, Jung Hyun Kim*, Kiyoshi Suzuki, Mamoru Nomura, and In Woo Cheong

Notes

The Semi—Transparent Diamond Monochromator at the ESRF Troika Beamlines
Muriel Mattenet*, Oleg Konovalov, AndersMadsen, and Gerhard GrUbel

Layer—by—Layer Deposition of Polydiacetylene Vesicles and Linear Poly (sulfonates)
Jumi Kim, Jong-Man Kim*, and Dong June Ahn*

Micro—patterned Polydiacetylene Vesicle Chips for Detecting Protein—Protein Interactions
Kyung-Woo Kim, Hyun Chai, Gil Sun Lee, Dong June Ahn*, Min-Kyu Oh*, and Jong-Man Kim
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